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PEGASUS N-graphene

At. Conc. 

(%)

N-graphene 

(PEGASUS)

N-graphene 

(commercial)

C 90.9 86.6

N 8.0 8.0

O 1.1 5.4

At. Ratio

N/C 0.088 0.093

O/C 0.012 0.062

Commercial Sample
(250 mg)

Graphene fingerprint 
(2D peak) missing 

RAMAN spectroscopy X-Ray Photoelectron  spectroscopy

N-graphene quality: PEGASUS vs Reference supplier


